ABERDEEN TECHNICAL SERVICES AND GENERAL TRANSPORTATION

Certificate of Thorough Examination & NDT of Lifting Equipment
This Certificate complies with the requirements of the Lifting Equipment Operations and Lifting Equipment Regulations

Hilong Oil Services &

Fabricated Pad Eyes 1 TON N/A

Pad Eye Dimension

FLP1 Thickness: 11 MM
FLP2 03 Pin Hole : 41 MM
FLP3 Length :152 MM

Height :90.30 MM
Location : flow line (FL-1)

LEEA DOC 048:2015

NDT Equipment Details

API RP 4G CAT IlI Colored Media WET
& ASTM E709

Permanent 16-02-2024

Digital 2024-02-16

FLUXO: WCP-4 23-05-2028

FLUXO: Black magnetic ink-3 25-1-2025
NDT Results

Visual and MPI carried out for the above description and found free of surface defects at the time of inspection

Identification of any part found to have a defect and a description of the defect: NONE

Particulars of any repair, renewal or alteration required to remedy the defect identified aboue:—NONE._
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Signature& Stamp: - .
Latest date by whichAfext thorough examination must be carried out:30-06-2024 =
'D.'. e

Tel: +964 7833334444 +964 7822222633
Emails: akader@aberdeents.com
inspection@aberdeents-ig.com
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Certificate of Thorough Examination & NDT of Lifting Equipment
This Certificate complies with the requirements of the Lifting Equipment Operations and Lifting Equipment Regulations

Hilong Oil Services &
_ Engineering HL100 ATS-12-23-2541

ATS-12-23-2541-MP1-109

01/01/2024 01/01/2024

Fabricated Pad Eyes

Pad Eye Dimension
Thickness: 10 MM

FLP4 01 Pin Hole : 39 MM
Length :110 MM
Height :136 MM
Location : flow line (FL-1)

LEEA DOC 048:2015

NDT Equipment Details

APIRP 4G CAT Ill WET
& ASTM E709
Permanent 16-02-2024
Digital 2024-02-16
FLUXO: WCP-4 23-05-2028
FLUXO: Black magnetic ink-3 25-1-2025

NDT Results
Visual and MPI carried out for the above description and found free of surface defects at the time of inspection

Identification of any part found to have a defect and a description of the defect: NP
<G V.
Particulars of any repair, renewal or alteration required to remedy the defect identifi€diabove—NaNE: ¢ N\
<
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Signature& Stamp:
Latest date by whictéext thorough examination must be carried out:30-06-2024

Tel: +964 7833334444 +964 7822222633
Emails: akader@aberdeents.com
inspection@aberdeents-ig.com
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